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Abstract 
 

Recently, scientist and researcher are trying to seeking new source of energy because energy is needed 
everywhere and every time. Vibration and sound are one kind of unconventional mechanical energy source 
which is lost everywhere. Our main goal is to utilize and save this lost energy. In this industrialization, every 
heavy machines and industrial appliances produce sound and vibration at a time. This paper shows the process 
of harvesting from these lost energy by using piezoelectric material. Piezoelectric materials have a crystalline 
structure that provides them with the ability to transform mechanical strain energy into electrical charge and, 
vice versa, to convert an applied electrical potential into mechanical strain. This property provides these 
materials with the ability to absorb mechanical energy from their surroundings, usually ambient vibration, and 
transform it into electrical energy that can be used to power other devices as well as storing in battery. 
 
Keywords: Vibration, sound, piezoelectric material, harvesting energy, electrical energy.   
 
1. Introduction 
The increasing desire for completely self-powered electronics has caused the amount of research into power 
harvesting devices to become progressively larger over the last decade. One early study into power harvesting 
was investigated the ability to generate energy from the expansion and contraction of the rib cage during 
breathing. A prototype of the power harvesting system was constructed using polyvinylidene fluoride (PVDF) 
film and was implemented in vivo on a mongrel dog. The prototype was demonstrated to produce a peak voltage 
of 18V, which corresponded to a power of about 17µW. The discovery of a strong piezoelectric effect in 
polyvinylidene fluoride (PVDF) polymer, by Kawai in 1969 [1], further added many applicationswhere 
properties such as mechanical flexibility are desired.With the research into power harvesting devices growing, it 
was determined that the power found from this system is not so high that is why its power is basically used for 
portable electronic devices as a self-powered device or  it can be saved in battery for later usage [2]. With the 
recent advances in wireless and MEMS technology, sensors can be placed in exotic and remote locations. Since 
these devices are wireless it becomes necessary that they have their own power supply. The power supply in 
most cases is the conventional battery; however, problems can occur when using batteries because of their finite 
life span. Furthermore, in the case of sensors located on civil structures it is often advantageous to embed them, 
making access impossible. In this paper, a device has been developed by using fundamental characteristics of 
piezoelectric effect to utilize and convert the mechanical vibration to electric power. 
 
2. Fundamentals of piezoelectric material  
The conversion of mechanical energy into electrical one is generally achieved by converters alternator type or 
commonly known dynamo. But there are other physicalphenomena including piezoelectricity that can 
alsoconvert mechanical movements into electricity. The piezoelectric effect exists in two domains, the first isthe 
direct piezoelectric effect that describes the material’sability to transform mechanical strain into electricalcharge 
and the second form is the converse effect, which hasthe ability to convert an applied electrical potential 
intomechanical strain energy as shown in Fig. 1. The piezoelectric materials that exist naturally as quartz were 
not interesting properties for the production of electricity, however artificial piezoelectric materials such as PZT 
(Lead  Zirconate Titanate) present advantageous characteristics. The piezoelectric strain coefficients describe 
the relationship between the applied electric field and the mechanical strain produced.Characteristic features  [3] 
of soft piezo ceramic materials are comparably high domain mobility and resulting “soft ferroelectric” behavior, 
i.e. it is relatively easy to polarize which is used for sound conversion and “Hard” PZT materials can be 
subjected to high electrical and mechanical stresses which is usedfor vibration.  
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Fig. 1. Piezoelectric effect 
 
3. Sound and noise as energy  
Soundis a form of mechanical energy produced by vibrations.A waveis a disturbance that transfers energy 
through matter or space. It travels in longitudinal (compression) waves and moves much slower than the speed 
of light. In engineering, noise is defined as a signal that interferes with the detection of or quality of another 
signal [4]. Basically, noise is unwanted sound. It is a pollutant anda hazard to human health and hearing. Table 1 
shows the different sound level which is usually used. The high intensity sound or noise is shown in table 2 has 
sufficient energy for conversion.There are several terms of measuring sound are considered as main factors of 
EMS like types of sound source, sound intensity, pressure power, power level, velocity, types of wave, 
Frequency and  pitch. 
 

Table 1.  Loudness of sound in decibel.Table 2. Some sound sources with power [5]. 

 
Energy equation of progressive wave [6] 
For a particle vibrating simple harmonically, the general equation of displacement,Y= a sin (ωt +α) 
Here y is the displacement and a is the amplitude and α is the epoch of the vibrating particle and ω is the angular 
velocity. The total (kinetic + potential) energy of a vibrating particle, E= 2π2 ma2 n2 .This energy is supplied 
bysource that is,Energy transfer per unit area per second = 2π2ρn2a2 �. 
 
4. Amplification of sound 
As the high output energy is dependent on the high deflection of piezoelectric material so it can be said that if 
the source sound intensity and pressure can be raised then energy will high. There are several methods [7] of 
amplification of sound. The method of Fig. 2 and 3 is called whispering galleries and Fig. 4 represents the     
intensity of sound at a point due to a plane wave front. In this method, basically sound waves are redirected at a 
point which is usable in this experiment to raise sound intensity. 
 

                                    
                        Fig. 2                                        Fig. 3                                        Fig. 4 
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5. Mechanical vibration 
Vibration is the motion of a particle or a body or system of connected bodies displaced from a position of 
equilibrium. Most vibrations are undesirable in machines and structuresbecause they produce increased stresses, 
energy losses, induce fatigue.Vibration occurs when a system is displaced from a position of stable equilibrium. 
Thesystem tends to return to equilibrium position under the action of restoring forces. The system keeps moving 
back and forth across its position of equilibrium. 
 
Energy and power expressions of vibration [7] 
This section will review some important ideas in energy and power in mechanical systems. If an increment of 
mechanical work on a particle ofmass M is denoted as ∆W, then this amount of work can be calculated using the 
force applied tothe particle along the incremental change in path, dr, of the particle as follows: 
 

∆ .                                                                              (1) 
 
where the  denotes a dot product between the force and differential displacement vector.Because thekinetic 
energy, T, of a particle is equal to the rate of change in ∆W with time, a convenientexpression for T can be 
derived as follows: 

lim∆
∆
∆

.                                                                      (2) 
 
6. Experimental setup and procedure 
Figure 5 shows the block diagram of this harvesting process. The wave emits from sound source has no any 
specific direction. It spreads into several directions around the source. That is why it is very tough to accumulate 
all sound pressure in a point. In this paper a device has been designed which can focus several waves within its 
range in a point and increases the sound intensity at a focus point shown in Fig.6 and 7. Its helps to better 
displacement of piezo material which is kept into focus point as well as better output voltage. Figure 7 shows 
the dimensions of the design of focusing cone. Sound wave fromdifferent direction can be reflected by sound 
reflector face and the reflected wave is focused on the piezo material. Thus the intensity of sound has been 
increased by using this device and more energy can be converted. 
 

 
 

Fig. 5. Block diagram of harvesting energy vibration and sound source. 
 
 
 
 
 
 
 
 
 
 
 
 
 
             Sound source   wave    focusing cone 
 

Fig. 6. Striking the piezo material by sound pressure           Fig. 7. Piezoelectric device (focusing cone) for 
(Solid works drawing)                                            converting sound to electric energy. 
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8. Experimental results and discussion 
The output voltage which is the result of deflection of piezoelectric material fluctuates in the range about 1.5-3.0 
volt. At the same time the amount of current is very low in mA ranges that are the power harvested from this 
experiment is small in amount. The material was placed in several positions on diesel engine. As the vibration 
rate of engine is not same at different places so the voltage found varies with respect to position. Table 3 shows 
the acceleration of rms and peak value, velocity, displacement and voltage. Data from table has been presented 
in graph which depicts clearly.In fig. 10(a), high voltage 2.96v is found at point 8 on the machine as well as the 
high voltage is recorded at high acceleration at the same point on the machine. 

 
Table 3.Acceleration, velocity, displacement and voltage on different point of diesel engine. 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
It is very clear from Fig. 10(b) that acceleration and displacement over voltage fluctuates very rapidly. In the 
region of voltage 2.6 to 3, Acceleration and displacement is high. From data table, at point 8 the voltage is high 
and at this point the voltage is gradually increasing with respect to time as shown in Fig. 11(a). There is no any 
abrupt fluctuation of voltage at the same time it is nonlinear voltage. Figure 11(b) follows the ideal curve of 
velocity and maximum velocity found in this experiment is 0.489 cm/s.The data recorded only on the basis of 
vibration. The harvesting energy from sound is very sensitive and complex. The method is mentioned above 
about sound and a prototype is also modeled which can transduce sound into electric energy. Finally this two 
energy is sum up in a circuit and stored in battery or used in MEMS. The major limitations facing researchers in 
the field of powerharvesting revolve around the fact that the power generatedby piezoelectric materials is far too 
small to power mostelectronics. 
 

 
 

(a) Voltage vs Point                          (b) Acceleration and Displacement vs Voltage 
 

Fig. 10. Output voltage at different point on the diesel engine. 
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                         (a) Voltage vs time at point 8                                         (b) Velocity vs voltage 
 

Fig. 11. Output voltage representation over time at a fixed point and velocity at different point. 
 
Therefore, methods of increasing the amount ofenergy generated by the power harvesting device or developing 
new and innovative methods of accumulating the energyare the key technologies that will allow power 
harvesting to become a source of power for portable electronics and wireless sensors. However, the rechargeable 
battery can becharged and then used to run any number of electronic devicesfor an extended period of time 
while being continuouslycharged by ambient motion. Innovations in power storagesuch as the use of 
rechargeable batteries with piezoelectricmaterials must be discovered before power harvesting technologywill 
see widespread use. 
 
9. Conclusion  
In this paper a system has been developed which can transduce vibration and sound into electrical energy.In this 
project, the converted energy is measured in a voltage by proper experiment. The maximum voltage was found 
2.96 volt. This paper shows the result found from only vibration which was practically done in lab on diesel 
engine. Different machines vibrate at different level and release energy at also different level. So this technology 
can be used in higher vibration sources for transducing higher energy. However, the research topic is also 
related to sound. For this reason a prototype model has been designed for converting sound energy to electric 
energy. Thisresearch has developed a model and processto generate power through the vibration and sound of 
any heavy machine using piezoelectric elements. The electricalenergy harvested from ambient vibration and 
sound can then be used to power other devices or stored for later use. Despite some limitation of arrangements 
and materials the model was verified usingexperimental results and proved to be very accurate independent of 
excitation frequency.Further research is also necessary to implement both sound and vibration converting 
technology largely and integrate them in a structure for better future success of this project.   
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